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•      Using an air compressor, remove any remaining IPA from the model. 

Dry the model. 
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•      Cure the model using the recommended settings provided from the 3D 
printer resin company. 

Cure the model.

7
•      Once the model is cured, the model is ready for use and fabrication of 

appliances. 

The model is ready. 


